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This memorandum is being issued to revise the Materials Division Manual of Instructions
Section 204.04(a) on the sampling of elastomeric bearing pads. The manufacturer’s

compression/deflection test data is being used for accept
no longer needed.

Modify Section 204.04(a) as follows:

(a) Elastomeric Bearing Pads
A Ssamples shall consist of 2/ full size pad sections of e

ance; hence, a second test bearing pad is

ach thickness to be selected at random.

A sample of 21 pads shall be submitted to the Central Office Laboratory for tests from each
shipment of 300 pads or less, with one additional pad being submitted for each additional

increment of 300 pads, or fraction thereof.
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